




































































DRILL TYPE:  Mobile Drill B-61 with 8" Hollow Stem Auger LOGGED BY: LF

DEPTH TO GROUND WATER:  21 feet SURFACE ELEVATION: NA DATE DRILLED:  08/30/17

CLASSIFICATION AND DESCRIPTION
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   Dark brown to brown, Sandy Lean Clay, moist, fine to CL 40
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EXPLORATORY BORING LOG EB-2    BORING EB-2

PIERCY HOTEL PAGE 3 OF 3

SAN JOSE, CALIFORNIA SEPTEMBER 2017

PROJECT NO. 4167-1

Very
   medium sand, moderate plasticity, trace gravel, some small Stiff
   roots.

Bottom of Boring at 50 feet.

             transition may be gradual.

  *Measured using Torvane and Pocket Penetrometer devices.

  Note:  The stratification lines represent the approximate 
             boundary between soil and rock types, the actual 

 

 

  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 



DRILL TYPE: Mobile Drill B-61 with 8" Hollow Stem Auger LOGGED BY: LF

DEPTH TO GROUND WATER:  21 feet SURFACE ELEVATION: NA DATE DRILLED:  08/30/17

CLASSIFICATION AND DESCRIPTION
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EXPLORATORY BORING LOG EB-3    BORING EB-3

PIERCY HOTEL PAGE 1 OF 3

SAN JOSE, CALIFORNIA SEPTEMBER 2017

PROJECT NO. 4167-1

   Dark brown to brown, Sandy Silt, moist, fine sand, low to Hard
   moderate plasticity, some small roots.

   n   Liquid Limit = 40, Plasticity Index = 19.

Very

   Light brown to gray, Clayey Gravel, moist, fine to coarse sand, Dense
   fine to coarse subangular to round gravel. to

Dense

Continued on Next Page

 

 

  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 



DRILL TYPE: Mobile Drill B-61 with 8" Hollow Stem Auger LOGGED BY: LF

DEPTH TO GROUND WATER:  21 feet SURFACE ELEVATION: NA DATE DRILLED:  08/30/17

CLASSIFICATION AND DESCRIPTION
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EXPLORATORY BORING LOG EB-3    BORING EB-3

PIERCY HOTEL PAGE 2 OF 3

SAN JOSE, CALIFORNIA SEPTEMBER 2017

PROJECT NO. 4167-1

   Light brown to gray, Clayey Gravel, moist, fine to coarse
   sand, fine to coarse gravel, low plasticity.

   t  Ground water measured at 21 feet after drilling.

   Ground water encountered during drilling at 24 feet.

   Brown, Sandy Lean Clay, fine to medium sand, moderate
   plasticity.

Continued on Next Page

 

 

  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 



DRILL TYPE: Mobile Drill B-61 with 8" Hollow Stem Auger LOGGED BY: LF

DEPTH TO GROUND WATER:  21 feet SURFACE ELEVATION: NA DATE DRILLED:  08/30/17

CLASSIFICATION AND DESCRIPTION
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EXPLORATORY BORING LOG EB-3    BORING EB-3

PIERCY HOTEL PAGE 3 OF 3

SAN JOSE, CALIFORNIA SEPTEMBER 2017

PROJECT NO. 4167-1

   Brown, Sandy Lean Clay, fine to coarse sand, low to Very
   moderate plasticity. Stiff

to
Hard

Bottom of Boring at 50 feet.

             transition may be gradual.

  *Measured using Torvane and Pocket Penetrometer devices.

  Note:  The stratification lines represent the approximate 
             boundary between soil and rock types, the actual 

 

 

  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 



DRILL TYPE: Mobile Drill B-61 with 8" Hollow Stem Auger LOGGED BY: LF

DEPTH TO GROUND WATER:  25 feet SURFACE ELEVATION: NA DATE DRILLED:  08/30/17

CLASSIFICATION AND DESCRIPTION
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EXPLORATORY BORING LOG EB-4    BORING EB-4

PIERCY HOTEL PAGE 1 OF 2

SAN JOSE, CALIFORNIA SEPTEMBER 2017

PROJECT NO. 4167-1

   Dark brown to brown, Sandy lean Clay, moist, fine to medium Very
   sand, low to moderate plasticity, trace subangular to round Stiff
   gravel. to

Hard

   l   84% Passing No. 200 Sieve.

Stiff

Continued on Next Page

 

 

  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 



DRILL TYPE:  Mobile Drill B-61 with 8" Hollow Stem Auger LOGGED BY: LF

DEPTH TO GROUND WATER:  25 feet SURFACE ELEVATION: NA DATE DRILLED:  08/30/17

CLASSIFICATION AND DESCRIPTION
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EXPLORATORY BORING LOG EB-4    BORING EB-4

PIERCY HOTEL PAGE 2 OF 2

SAN JOSE, CALIFORNIA SEPTEMBER 2017

PROJECT NO. 4167-1

   Dark brown to brown, Sandy Lean Clay, moist, fine to medium 
   sand, low to moderate plasticity, trace gravel.

   t  Ground water measured at 25 feet after drilling.

Bottom of Boring at 30 feet.

  Note:  The stratification lines represent the approximate 
             boundary between soil and rock types, the actual 
             transition may be gradual.

  *Measured using Torvane and Pocket Penetrometer devices.

 

 

  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 



 

 

 

APPENDIX B 

 

LABORATORY TESTS 

 

 

 

Samples from subsurface exploration were selected for tests to help evaluate the physical 

and engineering properties of the soils encountered at the site.  The tests that were 

performed are briefly described below. 

 

The natural moisture content was determined in accordance with ASTM D2216 on nearly 

all of the soil samples recovered from the borings.  This test determines the moisture 

content, representative of field conditions at the time the samples were collected.  The 

results are presented on the boring logs at the appropriate sample depths. 

 

The Atterberg Limits were determined on one sample of soil in accordance with ASTM 

D4318.  The Atterberg Limits are the moisture content within which the soil is workable 

or plastic.  The results of this test are presented in Figure B-1 and on the log of Boring 

EB-3 at the appropriate sample depth. 

 

The amount of silt and clay-sized material present was determined on three samples of 

soil in accordance with ASTM D422.  The results are presented on the boring logs at the 

appropriate sample depths. 

 

An unconsolidated-undrained triaxial test was performed on one sample of soil in 

accordance with ASTM D2850.  The result of this test is presented on Figure B-2. 

 

 

 

         

 



Passing USCS

Chart Boring Sample Water Liquid Plasticity Liquidity No. 200 Soil

Symbol Number Depth Content Limit Index Index Sieve Classification

(feet) (percent) (percent) (percent) (percent) (percent)

EB-3 1-2.5 17 40 19 -21 CL

PLASTICITY CHART FIGURE B-1

PIERCY HOTEL SEPTEMBER 2017

SAN JOSE, CALIFORNIA PROJECT NO. 4167-1

 

 

  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 

 
 



UNCONSOLIDATED-UNDRAINED TRIAXIAL TEST FIGURE B-2
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